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The authors have synthesized nanocrystalline Zn(II) Cysteine complex in 

nanocrystalline form 54nm and 38nm by sonochemical method. On page 4, the 

last lines with respect to the synthesis of this complex are highly confusing. 

Taking Zn(II) Cysteine as a precursor material, the authors have prepared 

microcrystalline ZnO. They refer to their SEM Fig.1 and Fig. 2 to indicate the 

hexagonal symmetry of the complex material. However, the Reviewer finds it 

difficult to see hexagonal symmetry of the particles from these figures.They have 

given the hydrothermal treatment to the complex material to get micro 

crystalline ZnO in an autoclave. Do they mean the sonochemical apparatus 

explained in the experimental part as autoclave? Then what were the pressure 

and temperature maintained for the method of preparation? Hydrothermal 

method is supposed to give nanocrystals rather than microcrystals! On page 5, 

the FTIR peak at 3417 cm
-1

 is said to indicate the presence of free ν(NH2 ). Is it 

possible to have free (NH2 )?  In Fig. 6 the authors must have indexed the XRD 

peaks.  

Since the manuscript is not written with clarity, it is not recommended for 

publication in SDI International Journal. 
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