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PART 1: Review Comments

Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments ABSTRACT:1. Line 1: infers that RSO-Na was modified, which isincorrect as it is the kaolin rather that wasmodified (section 2.2).2. Line 2: suggest re-writing to read‘...mixed withvarious compositions of pristine and modifiedkaolin (2-10 parts...)
INTRODUCTION:1. The paper title bears reference neither tonanoparticles nor nanocomposites. Thus,beginning the ‘Introduction’ on that note isincongruous to the title of paper.2. The author(s) should have first undertaken areview on the use of kaolin, highlighting theshortcomings, in order to justify the need to usemodified kaolin.3. No sufficient argument to convince reader thatuse of RSO-Na on kaolin will convert it tonanoparticles as inferred in the paper. Relatedliterature suggesting this possibility need tohave been provided.4. Text references using Author/year and numberbracket simultaneously is wrong format, e.gsection 3.2 line 7 ‘Blow, 1971 [24]’ should havebeen ‘Blow (1971)’ or ‘[24].Similar errors in the text to be corrected.THUS ABSTRACT & INTRODUCTION SHOULD BE

Corrected.
Corrected.

Corrected in the title

Clearly stated

Corrected



SDI Review Form 1.6

Created by: EA Checked by: ME                                             Approved by: CEO Version: 1.6 (07-06-2013)

MODIFIED ACCORDINGLY.
EXPERIMENTAL:1. Section 2.1 line 2: Not clear.

Minor REVISION comments
EXPERIMENTAL

1. Section 2.2 line 1: ‘contacting’ to be replaced by‘reacting’.2. ‘Compounding’ (section 2.4) should comebefore ‘Characterization’ (section 2.3).3. Table 1: Title is misleading. It should have readthus: ‘Formulation ingredients for pristine
kaolin-filled and modified kaolin-filled NR
composites’.4. It should made interesting reading to includetensile properties and SEM/TEM analyses of thecomposites as is conventional of studies of thisnature.

RESULTS AND DISCUSSIONS:1. Figure 1: The IR spectrum for ‘B’ is unclear.Image resolution is very poor and illegible!
2. Section 3.3: It is wrongly stated that RSO-Na ismodified (Lines 2, 8-10), whereas it is the kaolinthat was supposed to have been modified. Theseshould be corrected.

Corrected
Corrected
Corrected
This has been taken care of in previous study.

Kaolin was modified using sodium salt of RSOand this was compounded with the NR .That iswhy it is referred to as RSO-Na modified NR.
Optional/General comments 1. ‘et al.,’ should always be in italics as ‘et al.,’.2. Reference list should be made to conform toJournal format. ok


