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Compulsory REVISION comments

As such SEM and XRD images do not reflects any
significant related to the incorporation of Al1203 as
filler in PMMA matrix. Thickness of the films must be
reported. In general AL203 gets agglomerate within
the polymer matrix. Moreover, mechanical behaviour
of the films can be more explained by using other
micromechanical technique. It is important that
more explanation must be there to explore the
possibilities of AL203 as filler in PMMA.
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