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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

 

 

COMMENTS AND SUGGESTIONS 

This work could be interesting but appears to me 

not well constructed and I think that the authors 

could improve several aspects.  

These are my comments and suggestions: 

1.    Please Re-write, organize and focus the 

purpose of resin synthesis and its application for 

waste water treatment or industrial waste 

treatment. If the introduction using waste water 

treatment approach or industrial waste recycling 

approach mentioned, the importance of the work 

will be magnified. The current introduction is only 

about reference of previous reported papers not 

application prospective. The originality of 

manuscript and important application of the piece 

of work has not been explained, focused and 

organized manner. Please try to focus on it. 

 

2.    Author should be confirmed  regarding the 

purity of resin. 

3.    What is the particle size of resin, as it affect 
ion exchange process. 
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4.   The amorphous/crystalline nature of the 

polymer only can be discussed from XRD. Hence 

XRD is needed. 

 

5.    In the ion-exchange studies, the value of ion 

exchange capacity should be reported for 

particular metal ions. 

6   How will you calculate the amount of metal ion 

uptake in m.mol/g? 

7. What is the uptake value of the other metal 

ions? Any comparative account is there? 

8.  The conclusion part should be brief and it is 

much elaborated which need to be altered. 

9.    According to the study, the empirical formula 

should be calculated 

10.    IR spectrum is not interpreted correctly. 

11.    Add purity and industrial preparation 

technique and cost effective prospective in 

experimental section. What is the cost of material 

synthesis? 

12.    Have author investigated the metal 

adsorption behavior of synthesized metal in 

absence of electrolyte. If those data can be 

interpreted, it would explain the rationality of 

effect of electrolyte. Please rationalize, why 

author investigated different electrolyte with 

different concentration. What is the motivation 
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behind the investigation?  

13.    The results of ion exchange study have just 

been stated but not analyzed. The reasons behind 

the variation of the uptake capacities of the 

different resins for different metal ions at 

different pH and ionic strength values have not 

been explained. The results have just been 

tabulated. This is uncharacteristic of a research 

paper. It can be explained in term specific value 

like stability constant. Have you checked how the 

ionic strength of electrolyte and dielectric 

constant affect the metal distribution or 

accumulation behavior of resin? Please mention 

how the complex formation of metal ions occurs, 

and then only the explanation would me more 

valid and understandable. 

14.    You have studied the adsorption behavior of 

metal by your resin, in text and table; you have 

studies near about pH 3 to 6. There is possibility 

of metal precipitation, please could you comment 

on it? 

 

15.    Can the in took metal be eluted? If yes how 

much %. Answer to this query would address the 

issue related to reuse of synthesized resin, in 

industrial prospective.  

16.    In results and discussion there are lots of 

scope to improve qualitative scientific 
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explanation, please focus on it.  

 

17    The language is very poor. 

18.    Have  you not confirmed about the color of 

your samples?. 

19    In SEM you have mentioned the crystalline 

nature of the sample is due to spherulites, 

however you have not mentioned why your 

sample shows amorphous nature. 

 
 

Minor REVISION comments 

 

 

 

 

 

Optional/General comments 
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