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SDI FINAL EVALUATION FORM 1.1
PART 1:

Journal Name: Advances in Research

Manuscript Number: 2014_AIR 9672

Title of the Manuscript: Rapid chemical bath deposition and optical property of CusS films using sodium ethylenediamine tetraacetate as

chelating agent
PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments
Please, add to literature for relation of film thickness and deposition rate. The film thickness is proportional to the deposition rate. We think there is no need to present such

relation .
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