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It is strongly suggested for the authors to double check 

the tensile properties of the samples homogenized and 

the metallographic samples. The data shown are not 

commonly seen in 6063 alloy.  

 

The article is not well organized. Great improvement is 

needed. 

This unusual improvement in mechanical 

properties is the novelty of this work. 
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