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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

Abstract is not clear as well as Materials and Methods  

 

This has been corrected. 

Minor REVISION comments 

 

Please check the homogenizing temperature 580oC, at 

this temperature the Al-alloys goes to liquids state and 

oxidized. 

 

Yes. It was a mistake. The homogenization 

temperature used for this work is 570oC; 

Although some researchers used 580oC, 

depending on the alloy compositions. 
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