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PART 1:Journal Name: British Journal of Applied Science & TechnologyManuscript Number: 2013_BJAST_4242Title of the Manuscript:
EXPERIMENTAL PRODUCTION OF SUSTAINABLE LIGHTWEIGHT CONCRETE FOR STRUCTURAL USES

PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments
Although some new findings were added, I am still thinking that there was little
interesting findings contained in the paper. I hope that the authors do further research
on this topic, especially on the mechanism of effects of fly ash.

Some new results have been added and some more mechanism of fly ash included unded
the compressive strength, water absorption and other results, thanks so much.


