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PART 1:Journal Name: British Journal of Applied Science & TechnologyManuscript Number: 2013_BJAST_4242Title of the Manuscript:
EXPERIMENTAL PRODUCTION OF SUSTAINABLE LIGHTWEIGHT CONCRETE FOR STRUCTURAL USES

PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments
Minor revision needed- Unit of density in Table 1 ; please select between Kg/m3 or g/mm3 (Kg/mm3 is

rarely used)- Table 3 ; put unit in ()- Figs 1 and 2 repeat the Table 1. Please select one (Fig or Table)- Please provide the results of drying shrinkage and modulus of elasticity in
relationship with age of curing (till 3 months) in figure form.

These are done as requested. But since my test ages terminate at 28days,i find it so difficult
to include the shrinkage and modulus of elasticity till three months as requested. But i
limited it to the last day of my test which is 28days. Thanks for the understanding.


