
The paper can be accepted for the publication with the following comments:

1] The revised abstract looks like a conclusion part, as it contains the conclusions of
the different analysis. So I suggest to remove at least following two sentences from
the abstract

“Microhardness studies revealed that the hardness of the grown crystal increases
with an increase in load.”

“The frequency dependence of dielectric constant and dielectric loss is found to be
decreased with increase in frequency at different temperatures.”

The sentence was modified

2] In the abstract part it was said that – crystal belongs to the soft material category,
but in analysis part it was said that crystal belongs to the hard material category- this
contradiction should be clarified.

The sentence was modified

3] There are still minor grammatical errors in the revised manuscript.

Manuscript has been revised and grammatical errors also checked


