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PART 2: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 
Compulsory  REVISION comments   

Minor REVISION comments Authors made research in right direction. Due to 

situation industry desperately need sustainable, cheap 

and efficient sorbing materials. Agricultural waste is the 

right answer. I would like to encourage authors to make 

additional progress in this direction. Anyway, there are 
some comments on applied article. 

1.  The references are out of date. Please, recheck 

references. 

2.  Measuring of the sorbency characteristics are 

satisfying for presented work, but for comparison 
with other sorbent materials it is preferable to use 

standardized methods as for example ASTM F726-12 

Standard Test Method for Sorbent Performance of 

Adsorbents or ASTM. 

3.  In line 145 authors mentioned that the highest 

absorption of crude oil is at 120 what isn't in 

accordance with Table 1a. 

4.  Tables are not quite appropriate for explanation of 

measurements data. Maybe authors can presents 

measured data by the graph. This is more appropriate 

due the authors describe the trends in discussion 
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 below. 

5.  Cellulosic sorbents without additional chemical 

treatment are not suitable for water surface cleaning 
and comparison with cotton is not appropriate. Please 

refer on expanded polypropylene instead on cotton. 

6.  Use term sorbing which is common term for 

adsorption and absorption. 

 

Optional/General comments  
The authors made good research work and it will be 
preferable to expand their research also on other 
agricultural waste materials generating in local area. 
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