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PART 1:Journal Name: British Journal of Applied Science & TechnologyManuscript Number: 2013_BJAST_3803Title of the Manuscript: Effect of Sodium Carboxymethyl Cellulose concentration on the Photophysical Properties of Zinc
Sulfide Nanoparticles

PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments
The authors object to the reviewer's comment about coherence length for x-ray
diffraction, claiming that “Coherent diffraction occurs when the wavelength of X-ray is
less than the path length, contrary to the reviewers’ position. The reviewer is referred
to other articles involving ZnS capped with ZnO.” First, the authors definition of
coherent diffraction makes no sense. The reviewer refers the authors to an explanation
of coherence length (see for example,
http://www.esrf.eu/events/conferences/Tutorials/slideslecture1 ) for an explanation
that the coherence length for XRD is 2/. The reviewer still maintains that it would
not be possible to see coherent diffraction from the surface shells on ZnS core
nanoparticles. The authors claim that their analysis of particle growth by red shift of PL
data is valid but admit that the data in table 1 and figure 6 are not monochromatic with
respect to their expected shell thickness. The reviewer still maintains that the lack of
measurement of the thickness of surface shells leads to mis-interpretation of the data.
The recommendation is still to reject the manuscript.
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