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PART  1: Review Comments

Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that
part in the manuscript. It is mandatory that
authors should write his/her feedback
here)

Compulsory REVISION comments Section “2.3 Preparation of composite samples” – “Themilled samples were then cured into sheets of 2mm thickon a hot press at 5MPa pressure and temperature of145°C for 20mins.”, is not very clear how weredetermined the curring condition.
Compulsory REVISION comments Please state which is the particle size of Dika nutshellpowders (DSP) used in blends shown in Figures 1,3, 5, 6,8, 10 and 12.Comparing the characteristics of blends with : 5 wt. %DSP filler loading , NR/PET= 60/40 and MAPI/HMDA =8/0.6 from Figures 1,3, 6, 8, 10 and 12 with the samecharacteristics of blends with similar composition fromcorresponding figures (figures 2, 4, 7, 9, 11, and 13) thereare great differences in the values for the samecharacteristics – how it is explained?
Minor REVISION comments Regarding “The preparation of dikanut shell powder(DSP) was carried out according to the proceduredescribed in our  previous work [22].”, please, add briefly“preparation of dikanut shell powder”
Minor REVISION comments In Figure 6, Unnotched impact strength is in in J/m, but inFigure 7, Unnotched Impact Strength is in J/m² . Pleasecorrect
Optional/General comments Please, replace in the title of the article “Effects of/HMDA” with “Effects of MAPI/HMDA”
Optional/General comments Please correct diagram 1 – one valence for N
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Optional/General comments In section “2.1. Materials” – please present all the rawmaterials used, producer and main characteristics.
Optional/General comments Please check the English
Note: Anonymous Reviewer


