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PART  1: Review Comments 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part 

in the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments Author(s) should explain the Homogeneity of 

elemental composition in each sample. 

 

Minor REVISION comments 

 

a) Acceptable limit of Pb and Mn (in %) of the 

product sample, please mentioned in table 1. 

b) Please mention model of Veneer calliper in line 

no.127. 

c) Please mention in line 151, the way/process of 

identify the presence/absence of crack in the 

samples.  

d)  The author(s) mentioned that sample F is useful 

for hotter zone. Please mention in the Apparent 

Porosity section that others are useful for what 

zone.    

e) Authors should explain in the Results and 

Discussion the use/function of these bricks. 

f)  Authors should explain in the Results and 

Discussion which composition (mixture) of the 

prepared brick sample is the best. 

 

Are there ethical issues in this 

manuscript? 

The manuscript contains scientific findings, which is 

technically sound. 
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