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Reviewer’s comment Author’s comment (if agreed with reviewer,
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the manuscript. It is mandatory that authors
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CompulsoryREVISIONcomments 1. The present similarity ratio is 46%.2. Authors states that “Among them, a defectfree seed crystal was selected”. How authors examined the defect free?3. In the manuscript the authors describe Single Crystal(BPC), Pleasedescribe how authors justified single crystal?4. There is no XRD spectrum.3. No microscopic view of as synthesized (BPC)..3. The authors didn’t describe the effect of temperature during dielectricstudy.4. Please mention the kind of light used during photoconductivity testing?5. Why the negative photoconductivity occurred during photoconductivitystudy?
Minor REVISIONcomments
Optional/Generalcomments
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