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 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

 

Title of manuscript mentioned “carbon and nitrogen 

doped TiO2-SiO2 and its effect on E. Coli...”, houever in 
the introduction section there is not justificationo for 

the carbon or nitrogen dopping. 

 

The EDX analysis show only a low concentration of 
carbon and nitrogen in the samples and the FTIR do 

not show strong evidence of the nature of the carbon 

or nitrogen chemical species trapped inside the TiO2-
SiO2 substrates. Furthermore, there is not sufficient 

evidence and analysis for postulate the possible 

chemical or physical situation of carbon or nitrogen 
in the substrate structure and its participation in the 

inactivation of the E. Coli grow. 

 
Contrary to that suggested in the title, the presence of 

“carbon or nitrogen” in the substrates there are no 

great effect over the bacterial growth profiles as 

ocurrs in the case of TiO2 powder. 
 

Authors alluted the phagocytosis as principal cause 

of the bacterial death when TiO2 powder was used 
and minimize the photo-catalyzed radical action. 

Furthermore, there are no mentions of the possible 

interfering effect of carbon or nitrogen species over 
the radical species photo generated in the TiO2-SiO2 

substrates. 
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