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Compulsory REVISION comments 1.

6.

The manuscript, (MN: 2014_BJAST_12277) should be
controlling and rewriting, because there are very
writing errors (for example: Line 11, line 12, line 20
and so...).

. The formula of neoprene polymer is wrong write (in

line 166, but is written correctly in line 83).

. The thermo gravimetric lines have 10 samples not 11

in Fig.3.
There are some temperature values in Tab1 less than
300 °C, but I don’t seeing these values on graphs.

The formula of A value (in line 272 or Eq.6) is wrong.

Because the derivative in this Equation is by time not
temperature in end step.

In the Ea Eq. (In line 324) the 0.00740t3 value is not
seeing in Figure8.

Minor REVISION comments

are

Ethical issues-Yes. Because the degradation materials

medical waste so it is a hazardous material.
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