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The authors need to present the general insights 

obtained from their research. What can we learn 

from your work? 

The authors should add details of their approach. 

Comparison with other cooling methods such as 

Minimum quantity lubrication (MQL) of high 

pressure cooling (HPC) and is needed.  

Experimental equipment is not suitable for precise 

tool wear measurement.  

In the paper there is only one machining condition, 

namely: feed f =0.75 and speed v = 125.  

If more cutting parameters of the HPL would be 

investigated, the objective could be indeed to fully 

understand the process. Here only one cutting speed 

and feed are concerned which is still a bit restrictive. 

Feed should be defined in mm/rev not in mm.  

Pictures of the tool wear and collected chips 

depending on cutting conditions would be interesting 

to see. 
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