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 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

1. The author only examined the fricition test of the 

UHMWPE coating. It should be discussed the 

limitation of this paper and what examination should 

also be tested in the future.  

 

2.In the last paragraph, the authors mentioned the 

implant surface should be prepared and modified its 

hydrophilic and adhesive properties, why did the 

author not modify before coating? And it  also need to 

discuss the disadvantage of the magnetron 

sputtering. 

 

3. Is it possible to show the SPM result after 

completed friction test with a table containing 

measurable numbers? Just photograph seems not 

enough to demonstrate. 

 

Minor REVISION comments 

 

Language should be revised  

 

 

Optional/General comments 

 

Modification of implant surfaces is one of the main 

research areas in implantology. This article is 

significant by studying different coating on UHMWPE 

using scanning probe microscope.  
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