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Author investigated the Graphene Oxide (GO) sheet with different 

degree of exfoliation has been prepared by modified Hummers’ 
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-Revise English of manuscript 

-TGA curves are too bad, shows degradation of materials, they are no 

thermal stable, could you repeat the measurement and explain the 
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