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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

1. In 3.1 binder properties, chemical composition of
laterite should be normalised in 100% like Portland
cement.

2. Due to your study in chemical stabilization
technique in soil. It should be mentioned pozzolanic
reaction in result before in conclusion. You explained
or discussed in low or high only to effects of
engineering properties changing. But it was not
exactly solution which is concerned to change
properties.

Minor REVISION comments

1. Grain size distribution of binders and 3 soil samples
should be displayed. It can be regarded compressibility of
mixture.

2. It should be discussed OMC on first 2 samples rather
decreased and in third sample was increased.

Optional /General comments

1. It is not indicated different soils in disturbed or
undisturbed samples.

2. It is completely resulted if you analysed XRD of soak
samples and confirmed with figure of SEM in same
samples.
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