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ABSTRACT 9 
 10 
In this paper, we are investigating theoretically the behavior of a bifacial silicon solar cell in 
steady state with different illumination conditions. The bifaciality coefficient and the 
conversion efficiency are calculated for various rear side illumination conditions (traduced 
here by the illumination level) and back surface recombination velocity, taking into account 
the base doping density. The main purpose of the work is to show that bifacial illumination 
can improve significantly the conversion efficiency of the solar cell and to exhibit the role of 
the back surface recombination velocity, the base doping density and the rear side 
illumination conditions in the performance of the bifacial silicon solar cell. 
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1. INTRODUCTION 15 
Space research and the  oil  crisis  in  1972  have induced the  rapid growth of the  16 
production  and  use  of  solar  cells. Many technologies have been developed among which 17 
bifacial silicon solar cells. 18 

Bifacial solar cells are solar cells that can be illuminated on both sides and produce current. 19 
The  objective  of  using  bifacial  instead  of  classical monofacial solar cells  is  the 20 
generation  of  additional  energy due to conversion of the radiation collected by the rear side 21 
of the solar cell. Since their introduction [1] these devices continue to be improved to 22 
minimize  both optical and electrical losses so that their conversion efficiency increased 23 
significantly [2-4]. In order to continue these improvements it is of great importance to know 24 
exactly what are the major parameters influencing the bifacial cell and what are their 25 
importance in that conversion efficiency. 26 

In bifacial illumination, that is, simultaneous front and rear illumination, the improvement in 27 
conversion efficiency is directly related to the rear surface illumination condition (background 28 
surface reflection) that dictate rear illumination level  and the quality of the rear side of the 29 
cell through back surface recombination velocity with or without back surface field (BSF). But 30 
back surface recombination velocity and internal recombination depend on base doping 31 
density. The dependence of performance parameters on illumination level can also get 32 
affected if the values of the cell parameters like Rsh (shunt resistance), Rs (series resistance), 33 
n (diode ideality factor) and Io (reverse saturation current of the cell) themselves change with 34 
illumination intensity. 35 



 

The main purpose of this work is to show how bifacial illumination can improve the 36 
conversion efficiency and how rear illumination level, back surface recombination velocity 37 
and base doping could influence that conversion efficiency. 38 
 39 
2. MATHEMATICAL FORMULATION 40 
 41 
A schematic diagram of the bifacial silicon solar cell is given in figure 1. 42 

 43 
 44 
Fig. 1. Schematic diagram of a bifacial silicon solar cell 45 
 46 

Carrier generation, recombination and drift/diffusion are the three major phenomena that 47 
occur inside a solar cell under illumination. We consider here only the base region of the cell, 48 
neglecting the emitter since its contribution is very low in comparison to that of the base. We 49 
also assume a quasi-neutral p-type base (QNB), low injection condition and no lateral effect; 50 
then, the principal transport mechanism remain a one-dimension diffusion of minority carriers 51 
(electrons).  52 

In steady state we have: 53 
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δα is the excess minority carrier density, L is their diffusion length and D their diffusion 54 
coefficient. 55 

The diffusion coefficient is written as [5]: 56 
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where Nb is the base doping density. 57 

The corresponding excess minority carrier lifetime  τ is given by [5]: 58 
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The diffusion length can then be deduced as: 59 
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Carrier generation rate Gα(x) at the depth x in the base is written in the form [6, 7]:  60 
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nfront, nrear indicate illumination levels for front and back illumination respectively. Illumination 61 
level is taken to be the ratio between incident power and AM1.5 reference power 62 
(100mW.cm-2). Coefficients am and bm are tabulated values obtained from solar irradiance 63 
and the dependence of the absorption coefficient on the illumination wavelength [6,8]. 64 

Solution of equation (1) is: 65 
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Coefficients C1α and C2α (subscript α refer to the bifacial silicon solar cell illumination mode) 66 
can be evaluated if we consider the two following boundary conditions: 67 

- at the junction (x= 0): 68 
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- at the backside (x= H): 69 
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With Sbα and Sfα being respectively the back surface recombination velocity and the junction 70 
dynamic velocity [9, 10]. 71 

Since the excess minority carrier density is known, we can derive both photocurrent density 72 
and photovoltage respectively as:  73 
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The performance of the bifacial cell can be well characterized by its bifaciality coefficient [11] 75 
and also its conversion efficiency [12, 13]. 76 

The bifaciality coefficient is defined by the ratio of the short circuit current densities as: 77 

frontsc

rearsc

J

J

_

_ybifacialit =
 

(11) 

Where Jsc_rear and Jsc_front are the short circuit current densities respectively for rear 78 
illumination and front illumination. 79 

For the conversion efficiency, we can write that: 80 
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With Pmax the maximum power delivered by the solar cell and Pinc the incident power. 81 
 82 
 83 
3. RESULTS AND DISCUSSION 84 
 85 
Based on the above mathematical formulation, simulations were performed for front, rear and 86 
bifacial illumination for various base doping densities various illumination levels and various 87 
back surface recombination velocities. 88 

3.1 Photocurrent density 89 

We present on figure 2 the photocurrent densities for the bifacial solar cell front illumination, 90 
rear illumination and then bifacial illumination. 91 

 92 

Fig. 2. Photocurrent density versus base doping density for front, rear and bifacial 93 
illumination (H=0.02cm,         Sb = 103cm/s). 94 
 95 

This figure shows clearly that bifacial illumination is more interesting given that it provides the 96 
more photocurrent density while the base doping density is of the order of 1017. Above 97 
1018cm-3, the benefit of bifacial illumination is lost given that Jbifacial curve and Jfront curve 98 
become identical. 99 



 

These curves also show that there is a limit to base doping density as we can observe a very 100 
marked decrease of the photocurrent densities near and above 1017cm-3. 101 

The back side illumination produce the lower current density since carrier path to junction is 102 
greater than that of front side illumination but this is also directly related to the back surface 103 
recombination velocity. Effectively for very low back surface recombination velocity, carrier 104 
are not lost at the back side so that they can’t reach the junction and participate to 105 
photocurrent that is, for a well passivated surface with the presence of a back surface field 106 
(BSF), the back surface recombination velocity will be very low and the presence of the BSF 107 
will improve significantly the rear illumination photocurrent as presented by [14, 15]. 108 

At this point, it is clear that for the same material quality, the more the base is thinner, the 109 
more the photocurrent density will be greater. It is then of great interest to improve the cell 110 
especially from the back side and have in mind that thinner base will be better. 111 

3. 2 Bifaciality coefficient 112 

The idea of the bifaciality coefficient was first introduced by [11] because of the need to 113 
compare the rear illumination photocurrent density and the front one for bifacial solar cell. 114 
This concept was then largely used by many authors to analyze the performance of their 115 
bifacial cells. 116 

In figure 3, we plotted the bifaciality coefficient versus base doping density for various 117 
illumination conditions of the back side. These illumination conditions are traduced here by 118 
the illumination level of the back side compared to that of the front side. 119 

 120 

Fig. 3. Bifaciality coefficient versus base doping density for different rear illumination 121 
level (H=0.02cm, Sb = 103cm/s). 122 
 123 

As noted on figure 2, the photocurrent density decrease as the base doping density increase, 124 
especially above 1017cm-3. This influence directly the bifaciality coefficient given that the rear 125 
illumination photocurrent density is more sensitive to the base doping density. If we take into 126 
account passivation and back surface field effects, then Jrear is significantly increased leading 127 
to Jrear close to Jfront and the bifaciality can be very close to 1 as illustrated on figure 4 and 128 
proved by [15]. 129 



 

 130 

Fig. 4. Bifaciality coefficient versus base doping density for various back surface 131 
recombination velocities (H=0.02cm, Sb = 103cm/s). 132 
 133 

The factor given here (illumination level for the rear side) is related to the nature of the 134 
reflection surface for the rear side of the bifacial cell [12]. 135 
We can see the importance of the back surface recombination velocity (figure 4) as the 136 
bifaciality factor decrease markedly with increasing back surface recombination velocity. As 137 
noted previously, the rear side of the cell is more sensitive to back surface effect, this 138 
suggest that passivation of the back surface, back surface field play important role in the 139 
performance of the bifacial cells.  140 
The more the surface is reflective the more the rear illumination level increase and the more 141 
rear side photocurrent density is greater. 142 

3.3 Conversion efficiency 143 

The conversion efficiency of the bifacial cell has also been evaluated for front, rear and 144 
bifacial illumination. The obtained curves are presented on figure 5. 145 

 146 

Fig. 5. Conversion efficiency versus base doping density for front, rear and bifacial 147 
illumination (H=0.02cm, Sb = 103cm/s). 148 



 

 149 

The conversion efficiency decreases with base doping density as recombination processes 150 
increase with base doping density. The bifacial efficiency is more important compared to that 151 
of the commonly front illumination, as expected. This may be due to the contribution of the 152 
rear illumination; note that rear illumination condition should be improved (passivation of the 153 
rear side, back surface field BSF, ground surface reflection properties) to gain effect of 154 
bifacial illumination. 155 

For the curve, we supposed that for rear illumination we have the same incident flux. Really 156 
this may be wrong due to different factors [12, 13]. To evaluate more accurately the bifacial 157 
efficiency, we varied the rear incident flux (nrear factor). The resulting dependences are plotted 158 
on figure 6:  159 

 160 

Fig. 6. Bifacial conversion efficiency versus base doping density for various rear 161 
illumination levels (H=0.02cm, Sb = 103cm/s). 162 

 163 

We considered that the illumination level on the rear side of the bifacial solar cell is directly 164 
proportional to the reflection surface; generally, bifacial solar cells are installed in a way 165 
where front surface is on top and rear surface is on bottom side. The rear side is not then 166 
illuminated directly as font side so its illumination comes from reflection on ground surface 167 
(albedo effect). Given that the incidence power on front is Pinc, the incidence power on rear 168 
side will be Pincx(reflection factor) we plotted the conversion efficiency against base doping 169 
density for various the rear illumination level, taking the front illumination level as reference. 170 

As expected, the bifacial efficiency increase as the rear illumination level increase, that is as 171 
the refection factor of the ground surface is important [12].  This ground surface should then 172 
be treated to improve its reflection factor. 173 
 174 
 175 
4. CONCLUSION 176 
 177 
In this work, a theoretical investigation of a bifacial silicon solar cell has been made. 178 

We showed that the bifaciality coefficient as well as the conversion efficiency decrease with 179 
base doping density and back surface recombination velocity. 180 



 

It has been demonstrated that the reflection surface for rear illumination (traduced here by 181 
the rear illumination level) play an important role on both conversion efficiency and bifaciality 182 
factor. An increasing illumination level (increasing reflection factor for the ground reflection 183 
surface) lead to an increasing bifaciality and conversion efficiency. 184 
 185 
 186 
 187 
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