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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

Manuscript has several major deficiencies.

Content does not support title of manuscript. Title is
too general (comprises “chemical and physical
aspects” of adsorption), while only electrostatic
effects of adsorption process were analysed.
Experimental methodology was not adequate for
research in field of enzyme immobilization. Authors
based their analysis of immobilization efficiency only
on activity of lipase after and before immobilization.
If they want to analyse factors that affect adsorption
they MUST also perform protein assay (Bradford,
Lowry or BCA) to determine protein loading on
support and adsorption isotherm. Then their
discussion of results (lines 130-133) will be more
substantiated. They have just hypothesised that
enzyme had become inactive, but maybe it was not
adsorbed on silica gel but maybe it was not even
adsorbed in equal amount as with Celite? Also, water
content is very important factor in lipase-catalyzed
reactions and authors ascribed key role to water in
their explanation of lower adsorption on silica gel.
But could it just be because lipase is less active due to
too high water concentration? Protein assay could
help in resolving this.

Also, the selection of immobilization supports is very
unclear. Why authors choose two silica-based
supports and one cellulose-based support? And why
they thought that electrostatic effects are of key
influence when adsorption on these supports is
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based on hydrogen bonds and other weak forces?

Minor REVISION comments

Authors defined (line 89) that activity of immobilized
enzyme was expressed in [U/g. Gram of immobilized
enzyme, gram of free lipase introduced in immobilization
or gram of support? If gram of immobilized enzyme, dry
or wet? This also affects the meaning of immobilization
yields and result analysis.

What was the initial water concentration in
interesterification? Water significantly affects this
process and even humidity introduced with enzymes can
be more important than their biocatalytic activities.

There are several errors in English. For example:

Line 130: “may become inactivity” should be replace with
“may become inactive”.

Line 131: “In according this author...”

Line 140: “almost around”

Line 148: “..lipase dissolute...” replace with “...lipase
dissolved...”

Line 163: “...lower values...” instead of “...low values...”

Optional /General comments
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