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Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments 1) Introduction: among the preparation
methods cited, many of them do not require
further heat treatment, as claimed by the
authors. Particularly, hydrothermal
techniques are well known as
environmentally-friendly exactly because do
not require any further treatment for these
systems. Please, explain.

2) Experimental: needs more information (all
techniques)

3) Results, fig.1. Please, comment the XRD
phases detected below 400°C

4) Fig 2a needs more explanation
5) Figs 1 to 4: is it possible to condense or

merge all these figures?
6) Fig 5 and Raman results are not well

interpreted. There are many references
concerning this subject.

7) Fig 6 is not really necessary.
8) The reference list must be revised for the

systems studied
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