
SDI FINAL EVALUATION FORM 1.1

Created by: EA Checked by: ME Approved by: CEO Version: 1.5 (4th August, 2012)

PART 1:Journal Name: International Research Journal of Pure and Applied ChemistryManuscript Number: MS: 2012 IRJPAC 2748Title of the Manuscript:
Grinding-assisted Solid-State Metathetic Synthesis of Divalent Transition Metal Tungstates

PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments
The authors improved significant their manuscript. I recommend to make only two
minor corrections: 1) On page 4 the authors write “In their second method, XRD patternswere indicative of amorphous or not so crystalline MnWO4 formation upto 6000C. In thepresent method sharp peaks characteristic of MnWO4 were revealed for annealing at 4000C for4 hrs.” The XRD pattern reported in Ref. 25 corresponds to nanocrystalline MnWO4 particleswith lateral dimension of 20 nm and thickness of 6 nm (not amorphous, see TEM !). That’s whythe XRD peaks are broad. In the studied here MnWO4 peaks are sharp, implying large particlesize. The sentence should be therefore rewritten as: In their second method, XRD patternswere indicative of nanocrystalline MnWO4 formation with crystallite size smaller than 20 and26 nm when the synthesis was performed at 250 and 4000C, respectively. In the presentmethod sharp peaks characteristic for large and well-crystallized MnWO4 particles wererevealed for annealing at 4000C for 4 hrs.2) Ref. 29:  article published in Physical Review B have no page numbers but only articlenumber. Therefore, citation should be Phys. Rev. B 2011; 83: 174439 (not 174439-174453)

1) Yes Sir, we did the corrections same as you recommended.

2) Corrected in the manuscript.


