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PART 1:Journal Name: International Research Journal of Pure and Applied ChemistryManuscript Number: MS: 2013_IRJPAC_3555Title of theManuscript: Adsorption Characteristics of Sodium oleate onto Calcite.

PART 2:
FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s

commentsThe authors’ answers on the reviewers’ comments were satisfying. However, no change in the manuscript,except in the Abstract, has been done, whereas it was suggested. It is preferable, if the answers andexplanations are included in the manuscript. The explanations required are necessary for thecomprehension of the manuscript.
The authors comment have been included in themanuscript and marked ‘’yellow’’.Fig.1 explains the effect of contact time onadsorption of Na-oleate onto calcite.Fig.2 explains the rate constants of differentconcentration of Na-oleate.Fig.4 explains the effect of temperature onadsorption of Na-oleate onto calcite.


