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Title of the Manuscript:  
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PART 2:  

FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments 

Please correct it 
In the abstract, Microcrystalline cellulose (MCC) was prepared from alpha 
cellulose of rice straw pulp bleached using 2% hydrogen peroxide solution, so that 
it is characterized by 45.5% crystallinity and nano size. 
What is this? 
 

Rice straw pulp, bleached using 2% hydrogen peroxide solution, was selected to 
prepare  microcrystalline cellulose(MCC). The MCC was characterized by 45.5% 
crystallinity and nano in size vide XRD and TEM respectively 

 


