Reviewer’s comment:

I had a quick look at the final version of this manuscript. [ regret to inform you that the English
is still very poor that makes the manuscript very confusing. Just to illustrate my point, please,
refer to section 3.1. The whole section is confusing and contradictory to me. Firstitimplies
that the XRD spectra of commercial samples (Na 1.2, Na 2.4) is omitted. However, line 160
states that these are included for comparison. Again, line 162-163 is very confusing. What does
it mean that the spectra of M 1.2 and M 2.4 were similar to those of Na 1.2 and Na 2.4?

Author Feedback:

Thank you for your comments. I displayed whole XRD data in Fig. 1, and deleted some
sentences from the last draft:

“Here, some spectra are omitted to economize the space (Nal.2 and Na2.4 were commercial
samples, in contrast three specimens of Nal.0, Nal.7, and Na3.5 were prepared in this study.
Therefore, the spectra of samples synthesized in this study are displayed in Fig. 1. The powder
patterns observed in Nal.2 and Na2.4 are also shown in the figure to compare with those
synthesized in this study).”

and

“(the spectra of M1.2 and M2.4 were also similar to those of Nal.2 and NaZ2.4, respectively)”



