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 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 
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Compulsory REVISION comments 

 
1. “Figure 2b also shows UV–Vis 
absorption spectra of nanoparticles 
after chemical procedure. The curve 
indicates a small characteristic peak 
of Ag surface plasmon resonance of 
approximately 400 nm, which 
indicates the formation of silver 

nanoparticles .”But there is no peak 
about 400nm in Figure 2b. 

. 2.Could the author add any special 
properties of this dumbbell  bimetal 
particles? 
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