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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with 

reviewer, correct the manuscript and 

highlight that part in the manuscript. It is 

mandatory that authors should write 

his/her feedback here) 

Compulsory REVISION comments 

 

 

(1) Abstract of the article should not include the names of the equipment 

used for the research – for this there is a special section "Experimental 

details". 

  

(2) A structure and reactivity of the same multilayer system of Ni/Al/Ni was 

studied by means of molecular dynamics simulations using an embedded-

atom method type potential [1]. It was shown that at temperatures of about 

600K there is the massive diffusion of Ni in the Al and spontaneous novel 

phase formation. May be results obtained in the paper for the metal films 

grown at 473K, the semiconductor behavior of same structures, were 

defined by these novel phase… It looks, that these results should be 

discussed in the paper. 

 

(3) The name of the second section must be corrected. Authors should 

choose something one from this string:  

MATERIAL AND METHODS / EXPERIMENTAL DETAILS / 

METHODOLOGY (ARIAL, BOLD, 11 FONT, LEFT ALIGNED, CAPS) 

 

(4) Description of deposition systems and measurement equipment should 

be described in the second section and not in the abstract. Authors should 

use the SI units for the pressure. The authors write that the substrate 

temperature during deposition was 2000C, why duplicate it in Kelvin? 

 

(5) What is meant by: "…The films were annealed to room temperature in 
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the vacuum chamber…"? The films were heated while deposition and cooled 

after that? Please explain… 

 

 

 

 

(6) In the abstract, authors described their thin film system as follows 

configuration: Ni(100nm)/Al(t)/Ni(100nm), however in the conclusion 

section is written that the system was Ni(100nm)/Al(t)Ni(200nm). What 

has been really? 

 

(7) In the section 3.1 (X-ray diffraction (XRD) studies, authors write that 

obtained spectra, similar for all samples, consist of single peek which is not 

identified. However, there are a lot of papers studied the Ni/Al bilayer or 

multilayer systems, see the paper of W.H. Xu, [2] for example, where similar 

peek identified as the Ni3Al intermetallic phase (see figure 3). Due to 

diffusion and very thin Al sublayer, in the samples with low thickness Al, the 

intermetallic compounds should be formed. 

 

(8) All samples prepared and studied by authors were different on the Al 

interlayer only. The thickness was changed continuously with interval in 10 

nm. However, the samples behaved differently with no relation to Al 

interlayer thickness. This result was not explained by authors. Perhaps the 

results are not reproducible? It seems that authors should explain this. Also, 

it should be shown the conductivity measurement results for all 10 samples. 

To eliminate the possibility of measurement error and non-reproducibility, 

the series of samples must be made at least in triplicate and the 

measurement results must be averaged. Analysis of obtained characteristics 

will be meaningful only after it will be shown that the measurement results 

are reliable. 
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(9) In the section 3.2.3, two paragraphs before and after the table 5 are not 

relevant to this article.  

 

(10) The section 4, CONCLUSION, must shortly present the results achieved 

in the work. Unfortunately, conclusion of the considered manuscript are not 

sound and not show clearly the achieved results.  

 

(11) The last section, REFERENCES, it seems that the line space must be 

equal for all the text. 
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Minor REVISION comments 

 

 

 

 

Optional/General comments 

 

This work presents an original experimental investigation of the multilayer 

thin films system consisting of Ni/Al/Ni structures with various thickness of 

Al sublayer grown on glass substrates. Ni thin films were deposited by 

electron beam evaporation and Al thin films were obtained using thermal 

evaporation method. The influence of the Al sublayer thickness on the 

structure and resistivity of the system was studied in this paper. 

Unfortunately, the quality of the manuscript is low and does not warrant 

publication in its current form. 

In general, this research may be interesting for specialists working in the 

field and may be published in International Research Journal of Pure and 

Applied Chemistry after major revision. 
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