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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

1- Section 2.4, line 88: The Cr(VI) concentration was
analyzed by using Jasco UV spectrophotometer at 540
nm. 1,5-diphenyl carbazide was used as the complexing agent?

2- For al regression analysis (Isotherm and kinetic): 1) To
verify the fit quality, only R is not sufficient. At least one error
analysisis necessary. 1) Why linear regression was employed if
the models are originally non linear. I11) R? is coefficient of
DETERMINATION.

3- The intraparticle diffussion model is not correctly
applied. Please, remove from the article.

4- In the conclusion section, the authors assumed non-
specific chemisorption process. This conclusion is not
supported in the work.

5- A comparison of the adsorption capacities with other
adsorbents for Cr(VI) removal should be inserted in the
article.

Minor REVISION comments

6. The English should be improved.

7.Section 2.1: Provide the sawdust particle size. In the
same way, the chitosan characteristics (deacetylation
degree, molecular weight and crystallinity index) should
be provided.

8. Section 2.2: How this procedure was developed? The
conditions were based in the literature? In the sawdust
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acid treatment, what is the solid/liquid ration and the
acid concentration?

9. The figures quality should be improved.

Optional /General comments
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