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Compulsory REVISION comments 

 

Line 172,  Coconut shell, Neem bark, Orange peel, Nut 
shell, Flax, Saw dust, Wheat stalk and News paper 
were discussed for arsenic treatment. However, it was 
commonly believed that iron or calcium based 
materials were effective in arsenic adsorbent. The 
author should clarify the advantages of  Neem bark in 
arsenic treatment compared to the effective arsenic 
adsorbents. 
 
Line 175, the saturated adsorption capacity is the most 
important factor for evaluating the adsorbent. Authors 
should compare the saturated adsorption capacities of 
different adsorbents.   
 
Line 204, it is well known that low pH is advantage for 
arsenic removal. Authors should clarify the reasons 
why pH 2.36 was selected.  
 
Figure 1-5 were provided to show the effect of pH, 
particle size etc.. However, arsenic removal efficiency 
and arsenic removal capacity in different columns could 
not be evaluated using “adsorption percent”.  Authors 
should provide “breakthrough curve” of column test in 
different conditions, with “Bed volume” in x-axis and 
“effluent arsenic concentration” in y- axis.  
 
Table 2 final As concentration was 60 µg/l, which was 
higher than arsenic standard of WHO in drinking water 
(10 µg/l).  
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