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 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

(1) Fig. 2: The curve should be re-marked if the Fig. 2 will 

be printed in black and white. 

(2) The authors declare that the Li4Fe (CN)6 has been 
prepared in the paper. However, XRD of the sample is not 
identified for the formation of Li4Fe (CN)6. Therefore, the 
declaration on the formation of Li4Fe (CN)6  is not 
supported. The authors need further identification. 
Otherwise, it is difficult to declare the formation of Li4Fe 
(CN)6.  
(3) What is the role of the morphologies of the sample 

before charge and after discharge? The SEM images are 

suggested to be provided.  

In summary, the paper is well written and the above 

issues need be clarified. 
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