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PART 1: Review Comments

Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments Line 16: kaolin filled foams than CaCO3 filled foams, withthe free.................Line 29: (plastics, composites, etc)Line 68: Chen et al. [7] delete (2002)Line 121: associated free alumina in the form......Line 154: graciously supplied not gratefully suppliedLine 167: Korean Fine Chemicals or Fire Chemicals ??Line 171: analytical gradesLine 190: of not OFLine 193: IR spectra analysis of castor oil is not shownanywhere in the report. The report is also silent on whatcastor oil was used for. This is a major omission andshould be addressed.Line 215: constant for the sampleLine 225: sample aliquots of what? You should be moreexplicit.Line 252: In this respect, ........delete ‘of the present study’Line 356: They are, however, higher........Line 406: They are, however, much higher..........Line 448: “tensile strength, creep recovery andcompression set”, these properties were not determinedor reported anywhere in the manuscript, neither in theexperimental procedure nor the results and discussionsection. You may show the relation, if any, betweencuring rate and these mechanical properties and lucidlyexplain same in your result and discussion section.Perhaps this could justify such inclusion in theconclusion. Otherwise you cannot conclude on what was
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neither determined nor discussed.Line 473: use of raw material.Line 495: reference [6] is not completely listed, nojournal name, volume, issue, page numbersLine 512: African Journal of Natural Sciences, 12: 25 – 36Line 514, 527,530,533: you should be consistent in yourlisting style in all your references. For example reference[14] should be listed thus:Dalen, M.B. (2009). Infra-red characterization of someprepared vegetable oil polyamides. African Journal ofNatural Science, 12, 25 - 36.
Minor REVISION comments
Optional/General comments
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