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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part 

in the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

 

This paper is suitable for publication after minor 

revision; 

1-Page 2 line 5; “......material is limited “change to “ 

“..........material are limited”. 

2- Page 2 line 23; “Error! Reference source not found.”  

What is this means, please omit it. 

3-Page 3 line 1 after Fig.1 caption, “figur “ change to “ 

Figure” 

4- Page 4 “it is found that ..... On the other hand, the 

synthesized materials is free from ferricyanide  impurity” 

??? The Fig. Show overlap between your material and the 

commercial one a and c curves, and bothhave the same 

peak at 220 nm. 

5- add ir- spectra of compounds  K4Fe (CN)6.3H2O and K3Fe 

(CN)6 and add it to Fig.3 

6-- add X-ray curves  of compounds  K4Fe (CN)6.3H2O and 

K3Fe (CN)6 and add it to Fig.4 

7- also add SEM images of compounds  K4Fe (CN)6.3H2O 

and K3Fe (CN)6  

8- In Electrochemical Study: 

- Fig .6 caption; “EC + DMC” this mixture is not 

mentioned in Material section, add it. also the 

caption must be rewritten to show all data used as 

temp., volt range , cathode , anode and reference 

electrode. 

- Give reference(s) for Li+( 

deintercalation/intercalation)  present in Fig 6 

- Fig. 6; Axis ; “Voltage (V) vs. Li/Li+” what it mean ? 
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-  What is the effect of  scan rate on peak current (ip)  

9-  Use one word ( Fig. or Figure)  through the paper. 

10- what about diffusion coefficient of Li+ , calculate it 

from Cyclic voltammetry. 

11- what about the effect of Temperature on ip and 

votammograms . 
 

Minor REVISION comments 

 

  

Optional/General comments 
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