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correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

1) The authors wrote “without complexing agent” 

and “in the absence of complexing agent”. Could you 

please explain the meaning of this description, for 

the readers in the fields different from the author’s 

one.  

 2) Figure 1 might include very interesting 

information, because of the existence of “several 

small grains” and “a few bigger grains”. However, the 

reader cannot identify which is the small grains or 

bigger grains.  

Similar to the comment 1), the readers in the 

different field cannot recognize what and how the 

valuable results were. The expression “the 

incomplete surface coverage” and “randomly 

distributed ” are similarly not easily recognized from 

Figure 1. Could you please describe what happened, 

by sentences.  

3) Could you please give the film thickness value.  

Any values, average, maximum or minimum, are 

welcome.   
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