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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

The manuscript entitled "The Effect of Sterculia setigera 

Bark Extract on the Flammability of Flexible 

Polyurethane Foam" refers to the current issues of 

reduction of polyurethane foam flammability, too. 

The presented results are very valuable and important 

but there is a problem with the way of the writing the 

manuscript. The manuscript contains the same sentences 

as the manuscript with the number 2014_ACSj_12506. 

Please compare the following lines from manuscript 

2014_ACSj_12505 and 2014_ACSj_12506:  132-136 and 

171-175, 135-147 and 181-189, 150-156 and 191-198, 

160-172 and 200-212, 177-181 and 216-220, 186-193 

and 223-231.  I can understand that Experimental parts 

are almost identical but the result discussion should be 

somewhat different. The explanations refer to the same 

problems  or phenomena, however they should be 

written at least, in another words. 

Because of  the manuscript is written in the same way as 

2014_ACSj_12506 may comments are the same: 

1. The compounds, responsible for the flammability 

reduction should be identified and the elemental analysis 

of the obtained foams should be made, in order to 

indicate  the reason of the flammability reduction of the 

foams. 

2. What is the extraction yield of the plant bark? 

3. Were the tests of the foam flammability made in 

accordance with the defined standards? If yes, they 

should be cited. 

4. I think that the description of the plant Sterculia 
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setigera, in Introduction, is too detailed. 

5. Similarly, in Experimental part, the part - The sample 

collection and identification is too long. 

6. What kind of polyol was used to the foam production? 

More details, describing the polyol, should be given. 

Minor REVISION comments 

 

 

 

 

Optional/General comments 
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