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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

 
In the reviewed article, the authors attempt to tackle an 
interesting issue of synthesizing a compound which could be 
used for obtaining flexible polyurethane foams in order to 
decrease their flammability. The article contains a research 
on preparing a compound from an extract of African plant – 
Sterculia setigera – that would decrease the foam 
flammability. The new compound (acting as antipyrene) can 
definitely be a subject of interest in this industry, especially 
if it could be produced using available and not expensive 
resources. 
 
Remarks to the reviewed article: 

1. The research methodology was not correctly 
described. While using multiple research methods, 
one should state the standards in accordance to 
which they were used. 

2. The manufacturers and short characteristics should 
be given for the materials used during the 
conducted research. 

3. Using a bark extract as the agent for reducing 
flammability is an innovation. However, if this 
compound reduces foam flammability (which was 
shown in the research), it should be thoroughly 
characterized (properties and chemical 
composition). Please describe the way the 
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implemented bark extract increases flame resistance 
in flexible polyurethane foams. Why the 
combustion time was prolonged and why the flame 
spread speed decreased in the modified samples? 

4. Literature references should be described according 
to general guidelines for authors. 

5. Starting from introduction with section 1. 
subsections should be numbered (for example 2.1 
(then 2.1.1, 2.1.2, 2.2, etc.), up to three levels (see: 
general guidelines for authors). 

 
If the authors would have done some major corrections to the 
article, it could be published in the International Research 
Journal of Pure and Applied Chemistry. 
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