
 1

Research Paper 1 

Synthesis and Characterization of Bisdithiocarbamate s from Weak Nitrogen Bases and its 2 

Metal Complexes 3 

ABSTRACT 4 

 

In the present study, the disodium salts of bisdithiocarbamates have been prepared from urea, 

thiourea,dithiooxamide and 1,3-diaminopropanewith carbon disulfide under strong alkaline 

medium use a sodium hydroxide.  All ligands possessed good chelating ability for various metal 

ions. Metal complexes of Ureabisdithiocarbamates was synthesized with Co (II), Ni (II), Zn (II), 

and Pb(II).The nature of metal complexes was amorphous and intractable solid.  The prepared 

ligands and complexes were characterized by elemental analysis, electronic, infrared (IR) 

spectroscopy, conductivity measurements, magnetic measurements and thermogravimetric 

analysis (TGA). 

The electronic spectra and magnetic measurements indicate thatthe complexes have contain 

octahedral geometry. 
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1. INTRODUCTION 21 

Dithiocarbamates are the half amides of dithiocarbonic acids and can act as monodentate, 22 

bidentate chelating or bidentate bridging ligands [1].Dithiocarbamates are highly versatile mono-23 

anionic chelating ligands which form stable complexes with all transition elements and also the 24 

majority of main group, lanthanide and actinide elements [2-6]. 25 

The chemistry of dithiocarbamate complexes have been reported to a great number of metal 26 

ions because of their striking structural features and diversified applications in the field ofindustrial and 27 

biological applications [7,8]. The various applications in chemical process, such as vulcanization 28 

accelerators in rubber industry [9], in the areas of analytical chemistry [10], Photochemistry [11] 29 

organic synthesis [12], agriculture [13], antimicrobial activity [14,15]pharmaceutical industry[16]  30 

medicine [17,18 ] electrochemical sensors[19]. 31 

Dithiocarbamates possess interesting electrochemical and optical properties due to their 32 

redox behavior and high complexing properties [20]. The optical and electrochemical properties of 33 

dithiocarbamates can effectively be used for practical applications [21,22]. 34 

A developing interest in the area of dithiocarbamate chemistry is the functionalization of the 35 

backbone such that new applications and interactions can be developed. This area is still in its early 36 

stages but already interesting potential applications have been noted including the functionalization of 37 

gold nanoparticles, precursors for nanomaterials, the stepwise build-up of multimetallic arrays, the 38 

synthesis of dithiocarbamate-containing supramolecular systems[23, 24].More recently nanomaterial 39 

dithiocarbamate metal complexes,  nanoparticles sizes range between 1 and 100 nm were 40 

synthesized and they have wide applications in catalysis, electronic, optical and magnetic because of 41 

their unprecedented chemical and physical properties. They are also used in light emitting devices, 42 

solar cells and bio-imaging [25 -28]. 43 

The studies on lanthanide dithiocarbamates  on their thermal  and photoluminescence properties 44 

because of their potentialutility as precursors for the fabrication of lanthanide sulfidenanoparticles, thin 45 

films,  fluorescent labeling reagents, imaging agents, and emitter  materials in organic light-emitting 46 

diodes.[29] 47 

Dithiocarbamates were probably first prepared over 150 years ago. The chemistry of the 48 

metal dithiocarbamateshas been extensively reviewed. The book, The Dithiocarbamates and Related 49 

Compounds by Thorn and Ludwig is very broad discussion of text for metal dithiocarbamate chemistry 50 

[30]. The detailed reviews on transition metal (including lanthanides and actinides) dithiocarbamates 51 

and xanthates have been published by Coucouvanis, [31,32]  which concisely incorporate synthesis, 52 

spectroscopic data, magnetic moments, x-ray structural data and adduct synthesis and 53 

characterization. The electrochemistry and redox behavior of transition metal dithiocarbamates have 54 

been comprehensively reviewed by Bond and Martin [33].The photoelectron spectroscopy of metal 55 

dithiocarbamate, xanthate and dithiophosphatecomplexes are reviewed by  J. O. Hill, R. J. 56 

MageeandJ. Liesegang [34]. B. Cvek and Z. Dvorak [35] and Graeme Hogarth [36] reviewsarefocuses 57 

on the chemistry and biological activity of dithiocarbamate coordinationcompounds.S. Kanchi , P. 58 

Singh and K. Bisetty [37] article is critical review chemistry and a wide range of applications of 59 

dithiocarbamates (DTCs) in environmental samples. 60 
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Dithiocarbamates (DTC) are organosulfur compounds. The dithiocarbamates are generally 61 

prepared from amino compounds, carbon disulphide and alkali metal hydroxides according to 62 

equation 1. 63 

> NH + CS2 + MOH →>NC (S) SM                                      (1)  64 
                              (I) 65 

Where I, is usually a primary or secondary amine [ 38-39]. However, heteroaromatic bases, [40, 41]  66 

dipyrromethene ligands [42] cyclohexylamine [43]  benzimidazole [44], polyacrylamide [45] 67 

aminoadamantane [46] cyclic amine [47] semicarbazone [48] etc.dithiocarbamates were synthesized. 68 

The present study reports preparation of disodium salts of bisdithiocarbamates from urea, thiourea  69 

dithiooxamide and 1,3-diaminopropane, to act as multidentate ligands.  The complexationbehaviour 70 

of ureabisdithiocarbamate towards various transition metal ions, namely Co(II), Ni (II), Cu(II), Zn (II) 71 

and Pb(II)  has been investigated.  72 

2. EXPERIMENTAL DETAILS  73 

2.1 Materials 74 

Urea (U) and thiourea (TU) were obtained from LobaChemie Ltd., India. Dithiooxamide (DTO) and 75 

1,3-diaminopropane (DAP) were obtained from J. T. Baker Chemical Co. Phillipsburg, NJ and E. 76 

Merck (India) Ltd., Bombay respectively.  Encore, R. Johnson group, India, supplied carbon disulfide. 77 

Qualigens (Glaxo), India, supplied sodium hydroxide, acetone and other solvents. Acetates of Co (II), 78 

Ni (II), Zn (II) and Pb (II) , Cobalt (II) chloride and cobalt (II) sulfate  were from  E. Merck, India and  79 

EDTA (A.R. Qualigens, Glaxo, India). All the chemicals used were of analytical grade and were used 80 

without further purification. 81 

2.2 Preparation of Bisdithiocarbamates (BDTs)  82 

The bisdithiocarbamates of urea (UBDT), thiourea (TUBDT), dithiooxamide (DTOBDT) and 1,3-83 

diaminopropane (DAPBDT) were prepared according to the literature method [49] with slight 84 

modification. A mixture of 6 g (0.1mol) of urea or 7.4 g (0.1 mol) of thiourea, 8 g (0.2 mol) of sodium 85 

hydroxide and 80 mL of water were placed in a two-necked flask fitted with an air condenser in 86 

respective preparations. In case of DTOBDT 12 g (0.1 mol) of dithiooxamide was dissolved in 150 mL 87 

of ethanol and 8 g (0.2 mol) of NaOH was dissolved in 50 mL of water. For preparation of DAPBDT 88 

7.4 mL (0.076 mol) of 1, 3- diaminopropane dissolved in the 37.5 mL of ethanol was mixed with an 89 

aqueous solution of   8 g (0.2 mol) of NaOH in 50 mL of water.   In every case, the mixture was stirred 90 

magnetically until it became homogeneous. Then the temperature of this mixture was maintained 91 

below 10oC by external cooling and 12 mL (0.2 mol) of carbon disulfide was added through a dropping 92 

funnel over a period of 30 minutes. The reaction mixture turned orange in half an hour. It was then 93 

allowed to stand at room temperature for several days with intermittent stirring until the carbon 94 

disulphide layer completely disappeared.  The orange coloured mixture was transferred to an 95 

evaporating dish, warmed at 50oC for 1 h, and then cooled to room temperature. The product slowly 96 

crystallized into colourless crystals. However, DTOBDT was brown in colour. The crystalline products 97 

were washed with acetone and recrystallised from water.  The products were water-soluble and did 98 

not melt up to 360oC. 99 

 100 

 101 
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2.3 Preparation of Metal Complexes of Ureabisdithio carbamates 102 

Metal complexes of Ureabisdithiocarbamates were prepared by mixing of aqueous solutions of 103 

ligands and metal salts in equimolar ratio. Aqueous solutions of 0.64 g (2.5 mmol) UBDT and 2.5 104 

mmol of metal salts were mixed in respective preparations. The products precipitated as beautifully 105 

coloured fine powders instantaneously. For the coagulation of fine particles in every case, the mixture 106 

was stirred magnetically for 10 min then kept overnight at room temperature, filtered, washed 107 

thoroughly with water and dried.   108 

In every case, the filtrate and washings were collected in a conical flask and the residual metal ions 109 

were estimated by complexometric titration with EDTA. The yields of the complexed resin were 110 

calculated using equation (2).   111 

                                 Yield  = A /  (L + Mo - Mr)     (2) 112 

where A is the observed yield of the metal complex, L the weight of the polymeric ligand used in g,  113 

Mo and Mr  the initially used and residual weights of  metal ions respectively, in g. 114 

2.4 Measurements 115 

IR spectra of bisdithiocarbamates were recorded on a Perkin- Elmer spectrometer model 1430 in 116 

4000-600 cm-1 range using KBr as dispersant. UV–visible spectra were recorded on a Unicam 117 

spectrometer model UV-2-100.  Elemental analyses were done on a Carlo Erba 1108 Elemental 118 

analyzer. Sulfur was quantitatively determined by oxidizing the bisdithiocarbamates with alkaline 119 

potassium permanganate and gravimetric determination as barium sulfate. The metal contents were 120 

determined by decomposition of coordination polymers with conc. HNO3  and titrating against EDTA. 121 

RESULTS AND DISCUSSION  122 

2.1 Characterization of Multidentate Ligands  123 

Disodium salts of bisdithiocarbamates were prepared from urea, thiourea, dithiooxamide and 1, 3- 124 

diaminopropane. All the products were soluble in water and insoluble in organic solvents. The yields 125 

of recrystallised products and analytical data are given in Table 1.  126 

Table 1 Analytical and Elemental Data of Bisdithioc arbamates  127 

 128 
 129 
 130 
 131 
 132 
 133 
 134 
 135 
 136 
 137 
 138 
 139 
 140 
 141 
 142 

aFor each compound the upper values represent results obtained experimentally  and the lower 143 
values in parentheses show theoretical analysis. 144 

  b   %  Yield of the recrystallised products. c pH of 0.1 M aqueous solutions. 145 

 146 

 
Ligand 

 
Molecular Formula 

 
Yield 
b 
 
% 

 
pH 
c 

 
          Elemental  Analysis a 
 
% C %H %N %S 

UBDT C3H2N2S4ONa2.3H2O 88 11 11.9 0 
(11.61) 

2.51 
(2.58) 

8.96 
(9.02) 

40.82 
(41.20) 

TUBDT C3H2N2S5Na 2.3H2O 85 10.5 10.86 
(11.04) 

2.05 
(2.45) 

8.01 
(8.58) 

49.85 
(49.05) 

DAPBDT C5H8N2S4Na 2.4H2O 87 10 17.70 
(17.54) 

4.23 
(4.67) 

7.89 
(8.18) 

37. 92 
(37.42) 

DTOBDT C4H2N2S6Na 2.4H2O 74 8 12.69 
(12.37) 

2.08 
2.57) 

7.83 
(7.21) 

49.71 
(49.48) 
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In the present study, synthesis of bisdithiocarbamates is reported, from urea, thiourea, and 147 

dithiooxamide has been reported, which are diamide and thioamides respectively.    148 

 149 

 150 
 151 

Where R = -CO- for urea,  -CS- for thiourea, -(CS)2- or dithiooxamide  and (CH2)3  for 1,3-152 

diaminopropane. 153 

Amides and thioamides are much less basic than amines and are the least reactive carboxylic acid 154 

derivatives, mainly, because of the extra resonance capability of the nitrogen lone electron pair.The 155 

resonance energy of delocalized system is lost on protonation of the nitrogen atom[50]. Probably 156 

because of the low reactivity, reports on direct synthesis of dithiocarbamate derivatives of amides 157 

could not be found. It is suggested that despite its weakness as base, urea may act as a nucleophile 158 

in presence of hydroxide ion by loss of a proton.  Nucleophiles (Nu) attack of carbon disulphide as 159 

shown in scheme 3.1.  160 

 161 

.  162 

Scheme 3.1.: Nucleophiles (Nu) attack of carbon dis ulphide 163 

Sometimes basic and nucleophilic strengths are opposite to each other.  Nucleophiles, which have 164 

unshared electron pair on the α- atom immediately adjacent to the nucleophiliccentre appear to be 165 

unusually strong donors, certainly in relation to their weak basicity owing to the inductive effect of the 166 

adjacent heteroatom. The origin of this hyperactivity appears to lie in interactions between the 167 

unshared electron pairs on adjacent atoms, which result in rising of the HOMO energy and 168 

enhancement of ‘soft’ base behaviour [51,52].  The resulting anion being stabilized by delocalization in 169 

scheme 3.1. 170 

Analogous mechanism can be extended for thiourea and dithiooxamide also. However, for thiourea and 171 

dithiooxamide resonance stabilization of anionic species formed in presence of NaOH is not possible to 172 

an extent as that for urea, because overlap of 3p orbital’s of sulfur atom (of thioamide group) with 2 p 173 

orbitals of carbon atom is comparatively less efficient. The lower reactivity of thiourea and 174 

dithiooxamide is reflected by the greater reaction time required for them.  175 

Based on reaction time, the reactivity order for these compounds can be given as: 176 
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1,3-diaminopropane > urea > thiourea > dithiooxamide. 177 

The tentative mechanism proposed for formation of bisdithiocarbamate using urea as model 178 

compound is presented in scheme 3.2. 179 

 180 
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 181 
Scheme 3.2. Tentative mechanism for bisdithiocarbam ates formation from urea 182 

The canonical form of dithiocarbamate shown in following resonating structure Fig.1. 183 

 184 
Fig.1.: Canonical form of Dithiocarbamate 185 

2.2 Characterization of Ureabisdithiocarbamate metal  complexes 186 

An (aqueous) solution of metal salt is added slowly a solution of the UBDTC ligands in 1:1 ratio are 187 

shown in following equation.  188 

 189 
The yield colour and elemental analysis for various metal complexes of  UBDT  are reported in 190 

Table 2.  191 

 192 
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Table 2 Physical and Analytical  Data of Coordinati on Polymers of  UBDT a 193 

 194 
a L = -SSCNHCONHCSS, Ac = CH3COO- 195 
bDoes not melt but darken at the temperature mentioned 196 

 197 

All the complexes were stable at room temperature, unaffected by atmospheric oxygen and 198 

moisture and were insoluble in water as well as common organic solvents. The complexes appeared 199 

to be amorphous even on microscopic examination. The complexes did not melt on heating up to 200 

360oC, however, many of them became black above 200oC.  201 

The metal complexes were dissolved in minimum quantity of concentrated nitric acid by heating and 202 

the solutions were cooled and diluted with double distilled water.  Presence of sodium in the 203 

complexes was authenticated by flame photometry of these solutions.  The anions viz., acetate, 204 

chloride or sulphate ions were detected qualitatively in the respective solutions of various complexes 205 

in dilute nitric acid. 206 

The dithiocarbamate complexes have been reported to be usually crystalline compounds, soluble in 207 

organic solvents and have well defined melting points. Although the results of elemental analysis for 208 

bisdithiocarbamates in present study were reproducible within the experimental error but close 209 

agreement with the theoretical calculation based on assumed structures could not be obtained. This 210 

observation alongwith amorphous morphology and insoluble nature suggested the polymeric structure 211 

for these complexes, an obvious expectation for the multidentate ligands. The deviation of observed 212 

results of elemental analysis from the theoretical analysis may be due to the polymeric nature 213 

because the terminal units have different composition than that of the repeat units. Further the 214 

possibility of structural defects also exists.  215 

2.3 IR spectral analysis of ligands 216 

The IR spectra of bisdithiocarbamates of urea, thiourea, dithiooxamide and 1,3-217 

diaminopropane  are depicted in Figure 2.  Assignments of these bands are based on literature 218 

data[53-57].For bisdithiocarbamates, three main regions are of interest in the infrared spectrum. 219 

Elem Elemental Analysis found (Calculated) 

Complex  Molecular Formula  Colo ur Melting 
point oc 

Yield  
    % 

C 
% 

H 
% 

N 
% 

S 
% 

Metal  
% 

CoAcUBDT C16H20N4 O14Na2Co3 
(L2Ac6Na2Co3) 

Dark 
purple 

220b 57 18.9 
(19.2) 

2.32 
(2.00) 

5.8 
(5.6) 

25.4 
(25.6) 

16.9 
(17.7) 

CoCl2UBDT C6H4N4O2Na2Co3Cl6 Light 
purple 

180b 53 7.9 
(8.4) 

0.93 
(0.46) 

6.0 
(6.6) 

29.09 
(30.01) 

19.2 
(20.0) 

CoSO4UBDT C6H4N4O10Na2Co3 

H2O(SO4)2 
Light 
purple 

220b 56 6.9 
(7. 6) 

1.50 
(1.69) 

5.8 
(5.9) 

32.15 
(32.97) 

18.3 
(18.7) 

NiAcUBDT C16H20N4 O14Na2Ni3 
L2Ac6Na2Ni3 

Light 
green 

180b 52 18.9 
(19) 

1.9 
(2.0) 

5.0 
(5.6) 

26.46 
(25.70) 

16.7 
(17.4) 

ZnAcUBDT C16H20N4 O14Na2Zn3 
L2Ac6Na2Zn3 

White >360 60 18.1 
(18.8) 

2.1 
(1.9) 

4.9 
(5.5) 

 

26.8 
(25.1) 

 

18.2 
(18.9) 

PbAcUBDT C14H16N4 O10Na2Pb3 

L2Ac4Na2Pb3 
White >360 57 12.4 

(12.6) 
1.8 

(1.2) 
4.73 

(4.23) 
20.2 

(19.3) 
45.8 

(46.1) 
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 Firstly, the 3400 -3100 cm-1, the broad bands in this region appear due to νN - H of 220 

dithiocarbamate ligand and νO - H  from water molecules associated with the  ligand. 221 

Secondly,  the 1450-1550 cm-1 region which is  associated primarily with the“ thioureide ” 222 

band due to νC-N vibration of the S2C=NR2     ligand. 223 

Thirdly, the    950-1050 cm-1 region which is associated with ν(C-S) vibrations. 224 

A perusal of (Fig. 2 a)  made it evident that the symmetric and asymmetric stretching 225 

vibrations of –NH2 groups of urea observed at 3447 and 3348 cm–1 merged into a single band at 226 

slightly higher wave number, at 3467 cm–1  on dithiocarbamylation. The strong absorption due to the 227 

stretching vibration of strongly H-bonded carbonyl group (amide I) at 1689 cm–1 shifted to 1696 cm–1 228 

with reduction in intensity and was overlapped by δ OH from absorbed water molecules. The amide II 229 

vibration, which appears in urea at 1630.7 cm–1 and shifted to 1660 cm–1 as a shoulder in UBDT. The 230 

thioamide III band of urea at 1466 cm–1 shifts to slightly lower frequency at 1460 cm–1 in UBDT, which 231 

confirmed that nitrogen electron pair is conjugated to dithiolate group. The bands at 1019 and 861 232 

cm–1 can be ascribed to the νas and νs of the CS2  groups.  233 

For DTOBDT (Fig. 2 b) a new strong and sharp peak appeared at 1001 cm–1 and the strong peaks 234 

observed for DTO at 835 and 710 cm–1  appeared with reduced intensities in bisdithiocarbamate at 235 

881.34 and 777.50 cm–1,respectively. This suggested the decreased interaction of CS2 groups with the 236 

nitrogen lone pair and consequently increased double bond character of thiocarbonyl groups. 237 

IR spectrum of bisdithiocarbamate from propanediamine (DAPBDT) has also been shown in  238 

(Fig. 2 c). All three three region (νN – H and νO - H ,  thioureide band due to νC-N vibration of the S2C=NR2  239 

and ν(C-S) vibrations) peaks are observed. 240 

 The intense bands of thiourea due to NH2 stretching (3387, 3282 and 3183 cm–1) appeared with 241 

reduced intensity in thioureabisdithiocarbamate TUBDT ( Fig. 2 d) as a broad band incorporating 242 

absorption due to absorbed water molecules also. Similarly, the band for thioamide I  (v CS + δNH2) at 243 

1620 cm-1 merged with the broad band for   v C = N,  at 1450 cm-1 with a shoulder at 1406 cm–1in 244 

TUBDT. These bands were sharp in thiourea and observed at higher frequencies ( 1479 and 1414 245 

cm–1 )  Thus a greater single bond character was indicated for C— N bond in TUBDT. The thioamide 246 

III band of thiourea at 1084 cm–1 is reduced in intensity in TUBDT.  A sharp band due to  v C = S 247 

appeared at 866 cm–1 with a shoulder at 902.6 cm–1 in TUBDT. All these observations confirmed the 248 

dithiocarbamylation of thiourea as well as considerable electron delocalization within the molecule as 249 

discussed for UBDT. 250 

Appearance of broad bands near 3400, 1600 and 650 cm–1   signified the presence of water 251 

molecules in bisdithiocarbamates [53-56].  252 



 

253 
Fig. 2:  IR Spectra of Bisdithiocarbamates254 

255 

2.4 IR spectral analysis of metal complexes of UBDT256 

The IR spectral data of metal complexes are depicted in (Fig. 3257 

feature of the dithiocarbamate complexes is their Infrared (IR) spectra and generally shows three 258 

characteristic bands. They exhibit a strong  absorption band between 1450 and 1550 cm259 

attributed to v (C-N) vibration [53-5260 

from the thioureide form of the dithiocarbamate. This band lies between  the 261 

1350 cm-1  and the v (C= N) band at 1640262 

The thioureide band characteristic of dithiocarbamates at 1459.6cm263 

all the cases with a wide separation of almost 100 cm264 

suggested that in UBDT due to electron delocalization 265 

coordinated to metal ion in cannonical forms (Fig. 1) and become nonequivalent resul266 

appearance of two distinct IR bands267 

 

Spectra of Bisdithiocarbamates  (a) UBDT (b) DTOBDT (c) DAPBDT

(d) TUBDT 

spectral analysis of metal complexes of UBDT  

The IR spectral data of metal complexes are depicted in (Fig. 3& 4). The most characteristic 

feature of the dithiocarbamate complexes is their Infrared (IR) spectra and generally shows three 

. They exhibit a strong  absorption band between 1450 and 1550 cm

57]. This band is referred to as the thioureide from the thioureiede  

form of the dithiocarbamate. This band lies between  the v (C-N) band at  1250 

(C= N) band at 1640-1690 cm-1 range.  

The thioureide band characteristic of dithiocarbamates at 1459.6cm-1 splits upon complexation in 

a wide separation of almost 100 cm-1 in every case except for lead complexes.  It is 

suggested that in UBDT due to electron delocalization –C—N (A) and  –C—N (B) bands are 

coordinated to metal ion in cannonical forms (Fig. 1) and become nonequivalent resul

arance of two distinct IR bands [53-57]. 

(a) UBDT (b) DTOBDT (c) DAPBDT  

). The most characteristic 

feature of the dithiocarbamate complexes is their Infrared (IR) spectra and generally shows three 

. They exhibit a strong  absorption band between 1450 and 1550 cm-1  which 

. This band is referred to as the thioureide from the thioureiede  

N) band at  1250 -

splits upon complexation in 

in every case except for lead complexes.  It is 

N (B) bands are 

coordinated to metal ion in cannonical forms (Fig. 1) and become nonequivalent resulting in 
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The v (CN) for the thioamides appear at about 1500 cm-1  and the v (CN) for the UBDT under  268 

consideration  is  observed  at  about 1459 cm-1 was consistent with extensive electron delocalization 269 

rendering bond between nitrogen and carbonyl carbon  equivalent to that between nitrogen and 270 

dithioate carbon. However, splitting of this band by more than 100 cm-1 is suggestive of coordination 271 

through carbon as well as oxygen. 272 

The band at 1696 cm-1 in UBDT involves significant contribution from NH bending vibrations 273 

besides  v(C = O) . This band either disappears or appears as a shoulder on broad thioamide II band 274 

suggesting coordination through nitrogen and carbonyl oxygen both[53-57]. 275 

 A band at 1018.6 cm-1 has medium intensity and is broad, it may be assigned to asymmetric   276 

C—S stretching and an intense sharp band at 860.7 cm–1  may be assigned to symmetric C-S 277 

stretching. On complexation in most of the complexes  the bands corresponding 1018.6 cm-1 band of 278 

UBDT appears with  greatly decreased intensity, disappear in cobalt (II) acetate , cobalt (II) sulphate, 279 

and nickel (II) acetate complexes .  Zinc (II) acetate complex is shifted downward with weak 280 

absorption. In lead (II) acetate complexes this band is shifted to slightly higher wave number with 281 

medium absorption.   However, the band at 860.7 cm-1 although experiences a downward shift but 282 

appears as a sharp band with slightly   decreased intensity on complexation except for Ni (II) acetate 283 

complex where it is broader [53-57]. 284 

 The intense bands due to carbonyl stretching overlapped by δ OH from water molecules 285 

almost disappears in all the complexes. Thus, all these observations lead to conclude that all the 286 

donor atoms, viz., O, N, and S are involved in coordination. Presence of water molecules in all the 287 

complexes is ruled out because the bands associated with water molecules are not observed in the IR 288 

spectra. 289 
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 290 
Fig. 3:  IR Spectra of (a) Co Ac UBDT (b) Co Cl 2 UBDT (c) Co SO 4 UBDT 291 
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 292 
Fig. 4: IR Spectra of (a) Pb Ac UBDT (b) Zn Ac UBDT  (c) Ni Ac UBDT 293 

 294 

 295 

 296 

 297 
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2.5 NMR spectral studiesIR spectral analysis of lig ands 298 

  Bisdithiocarbamate formation is further substantiated by the observation of a broad signal 299 

in 4.9 to 5 ppm range due to –NH- proton in 1H- NMR spectrum of UBDT.  13C- NMR spectrum  300 

exhibits a single signal at  164.5 ppm. It is strange that instead of two signals expected for C = O 301 

and CS2 carbons only one signal was observed. A few authors reported 13C-NMR spectra   of 302 

dithiocarbamates. Kauretal.[58] reported a resonance signal at  ~171  ppm  for substituted 303 

phenyldithiocarbamate. For bisdithiocarbamate derived from 1,3- diaminopropane besides the 304 

signals due to methylene carbons in   28-40  ppm range,  a 13C-NMR  signal for  CS2 group at 305 

164.2 ppm was observed. In case of DTOBDT the 13C- NMR signals were observed   at 109.5  and 306 

29.7  ppm.   307 

2.6 Electronic spectral analysis of ligands 308 

 The water-soluble salts of dithiocarbamates show two UV absorption bands of high intensity, 309 

near 250 nm and at about 290 nm.  Takamiet al. [59] reported unambiguous assignment for these 310 

bands based on their study of the decomposition of N-mono substituted   dithiocarbamates   in 311 

alkaline solutions.  Petrovet al.[60]reported the uv spectra of ethylene-l,2-bisdithiocarbamates 312 

(EDTC). Three very intense bands at about 207,260 and 285 nm, and one of low intensity at about 313 

340 nm. All of them showed blue shift with increasing of the solvent polarity The 340 nm band was 314 

ascribed to an n →π * transition, while the bands at about 260 and 285 nm were attributed to π→π* 315 

transitions. 316 

               For UBDT a prominent absorption band at 233 nm (log ε 3.45) may be ascribed to π→π* 317 

transition of carbonyl group.  The π→π* transitions associated with conjugated nitrogen (N-C-S) and 318 

conjugated sulfur (S-C-S) observed at 284 nm (log ε 2.18) and 297 nm (log ε l.34), respectively. The 319 

low absorption intensities as compared to those reported in literature for dithiocarbamatesmay be 320 

ascribed to the symmetrical structure of molecule.  For symmetrical molecules many of the electronic 321 

transitions especially the n →π * transitions are forbidden because of several restrictions [61]. 322 

 Similarly for TUBDT also an intense band due to π→π* transition of thiocarbonyl group was 323 

observed at 232 nm (log ε 4.3). The n →π * transition due to   nitrogen conjugation was observed at 246 324 

nm (log ε 4.4).The absorption assigned to π→π* transitions of  S = C = S  appeared at  271 nm (log ε  325 

4.1) with a shoulder at 295 nm     (log ε 1.6 ). The log ε values for TUBDT are higher than those for 326 

UBDT except for the π→π*   transition of thiocarbonyl group. This is probably the reflection of lesser 327 

conjugation in TUBDT molecule because of the less efficient overlap of 3p orbitals of sulphur with 2p 328 

orbitals of carbon atom, hence the molecule may not be strictly coplanar and the symmetry restrictions 329 

may not be applicable as discussed for UBDT. 330 

2.7 Electronic Spectral Analysis and Magnetic Susce ptibility Measurement of UBDT Metal 331 

Complexes 332 

The electronic spectra of the complexes were recorded as 10-3M solution in DMSO and the 333 

results were presented in Table3. 334 

 335 

 336 
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Table 3 Electronic Spectral Analysis and Magnetic S usceptibility Measurement of UBDT Metal 337 

Complexes 338 

 339 

The broad bands observed in the range (30959-24813) cm-1 are due to π-π* or n-π* within 340 

the dithiocarbamate group .  The v1 band arising from 4T2g→4T1g(p) in transition 8000-10000 cm-1 341 

range are not observable due to instrumental limitation.    342 

 343 

The electronic spectral data for various Co (II) complexes of UBDT are data presented in Table.  The 344 

v3 band from absorption characteristic of octahedral geometry is observed in all the cases and the 345 

double peak entails the splitting of 4T1g (p) state. The weak bands due  3A2g→3T1g(F)transition are 346 

observed for cobalt (II) acetate and sulphate complexes but not for chloride complex. The magnetic 347 

moment values of Co(II) complexes are (4.57, 4.80 and 4.50 B.M) also correspond to an octahedral 348 

geometry of the complex [62]. 349 

The magnetic moment of Ni(II) complex (2.80 B.M) which indicates the presence of two electrons and 350 

have a octahedral geometry. The electronic spectra of UBDT complex with nickel (II) acetate show the 351 

presence of three band in the region  at 13888 cm-1,  25575 cm-1 and at 15220 cm-11,  which were 352 

assigned to 3A2g→3T2g (FT)( v1) , 
3A2g→3T1g (F) (v2) and 3A2g→3T1g (P) respectively this show that the 353 

geometry of the complex is octahedral(19). The Zn(II) and Pb(II)  complexes  are not well resolved, so 354 

it is not interpreted , µeff  values shows  (4,8,12) shows that they are diamagnetic as expected [63]. 355 

Mostly these bands are in accordance with the octahedral geometry and correspond to the transitions 356 
3A2g→3T1g (F)and 3A2g→3A1g (F) respectively. The electronic spectrum data showed an upward trend 357 

 
S.No 

 
Metal Complexes  

 

Ligand transition band 

 

 
3A2g→3T1g(P) 
 
 

 
3A2g→3T1g(F) 
 
 

 
µeff(B.M) 

                n →π* 
 

v3 

17000-22000cm-1 
v2 

11000- 17000cm-1 
 

  Nm cm-1 nm cm-1  nm cm-

1 
 

         
1. Co (II)Ac UBDT  323 

376 
393 

30959 
26595 
25445 

506 
516 

19762 
19379 

812 
843 

12315 
11862 

4.57 

2. 
 
 
3. 

Co (II)Cl 2 UBDT  
 
 
Co (II)SO4 UBDT  
 
 

382 
395 
421 
390 
415 

26178 
25364 
23752 
25641 
24096 

462 
473 
505 
471 
506 

21645 
21141 
19801 
21231 
19762 

 
 
 

810 
840 

 
 
 

12345 
11904 

4.80 
 
 

4.50 

         
4. Ni (II)Ac UBDT  391 25575 522 19157 657 

720 
15220 
13888 

2.80 

5. Pb (II)Ac UBDT  394 
407 

25380 
24570 

450 
498 

22222 
20080 

   

6. Zn (II)Ac UBDT  391 
403 

25575 
24813 

449 
499 

22271 
20040 
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above nm(cm-1) indicating that a band may be present in near infra-red region, which  could not be 358 

located due to instrumental limitations. This band may correspond to  3A2g →
3T2g (F), (v1) transition 359 

[63].   360 

Dithiocarbmate complexes can assume four structural geometries (Fig.6) : 361 
 362 

 363 
Fig.6: Dithiocarbmate complexes structural geometri es 364 

(a) The square planar coordination geometry 365 

(b) The octahedral coordination geometry 366 

(c) The four coordinate dimer 367 

(d)  The five coordinate dimer  368 

 369 

3.7 Thermogravimetric analysis   370 

A multi-step decomposition pattern is evident from the thermogravimetric curves of ligands depicted in 371 

figures 7. 372 

 373 
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 374 
Temperature (oC ) 375 

Fig. 7: T.G.A Curve of (a) UBDT (b) TUBDT  (c) DTOB DT 376 

 377 

The kinetic parameters for thermal decomposition of ligands, calculated using the method proposed 378 

by Fuosset al. [64] are depicted in Table 4. 379 

 380 

Table 4.  Kinetic Parameters for Bisdithiocarbamate s Calculated using Fuoss et.al method 381 

Compound  Decomposition steps  
 
 

Temperature 
at 

inflection 
point 

Weight 
Loss   ∆∆∆∆E* Z Temperature   Weight  loss in  

range            temperature range 

 
 

oC %  oC   %  kJmol -1      min -1 

 
UBDT 

 
0-100 

 
5 

 
 

 
50 

 
2.50 

 
 

 
5.75 

 
0.564 

 100 -150 12  100 9.75  30.24 4.49 x 103 
 150-199 15.7  185 27.00  244.78 1.16 x 1025 

 
DAPBDT 

 
0-100 

 
3 

 
 

 
110 

 
8.50 

 
 

 
22.72 

 
263.94 

 100-150 23  120 18.00  87.38 2.7 x 1011 
 150-262 11.37  240 33.50  228.72 2.03 x 1023 

 
         
DTOBDT 0-100 9  50 6.75  9.83 4.41 
 100-295 24  190 27.25  19.09 15.28 
 295-438 6.95  215 31.50  50.02 5.4 x 103 
 438-500 5  545 53.25  139.08 1.9 
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For UBDT, DAPBDT and DTOBDT the initial weight losses in first step below 100oC, were 382 

2.50, 8.50  and 6.75 % , respectively,  which were ascribed to the loss of solvent molecules occluded 383 

in the crystal lattice.  384 

For UBDT and  DAPBDT  two quite steep decomposition steps were observed above 100oC 385 

and the residues left above 200 and 262oC  respectively, were stable up to 800oC. In case DTOBDT 386 

residue left near 500oC. 387 

Based on general TG patterns and the amount of residues left the decreasing order of 388 

stability can be described as follows: 389 

UBDT  > DAPBDT >DTOBDT 390 

The thermal decomposition pattern for DTOBDT is gradual and spread over a wider temperature 391 

range than that observed for UBDT or DAPBDT suggesting a complex decomposition behaviour. In 392 

every  step probably the different reactions are too close  together and only one inflection is 393 

apparently present and the values of E* and Z obtained are averages over those components.  394 

 The residual weight 50.8% after III decomposition step, i.e., at 438.36o C, corresponds nearly 395 

to that calculated for Na2S5 (50.5%).  Fabrettiet al.[65] carried out TGA for sodium salts of  4-396 

phenylpiperdinedithiocarbamate and N-phenylpiperazine dithiocarbamate in air and observed that 397 

residue is  Na2S5  which then undergoes oxidation to Na2O  and / or Na2SO4. In the present study, 398 

TGA was carried out in an inert atmosphere hence further weight loss may be due to partial 399 

decomposition of Na2S5. 400 

 Generally the higher value of   E* suggests higher stability but there lie some more inherent 401 

physical and chemical factors which may cause a variation in this trend[ 66].Higher value of  E* and 402 

lower values of Z (frequency factor) favour the reaction to proceed slower than normal. The negative 403 

value of entropy of activation indicated that the activated complex has a more ordered or more rigid 404 

structure than the reactants and the reaction is slower than thenormal [67]. The very low value for E* 405 

in first step for UBDT and DAPBDT supports the inference for loss of solvents . The next step 406 

corresponding to loss of water molecules showed slightly higher value of E* .The lower E* values 407 

obtained for DTOBDT is in conformity with the lowest stability proposed for it. 408 

4. CONCLUSION 409 

Bisdithiocarbamates were prepared from urea, thiourea and dithiooxamide. Which are the 410 

least reactive derivatives of carboxylic acid. A tentative mechanism involving nucleophilic attack by 411 

the anionic species, formed in the presence of strong alkali NaOH, on the CS2   has been proposed. 412 

Due to the low reactivity of these weak nitrogenous bases, longer reaction time was required. Spectral 413 

analysis and conductivity measurements suggested efficient electron delocalization within the 414 

molecules of various bisdithiocarbamates. These BDTCS were thermally quite stable. UBDT yielded a 415 

heat resistance product upon heating, for which a resonance stabilized cyclic structure has been 416 

proposed. All these BDTCS were water-soluble with good complexing ability for various metal ions. 417 

Polymeric nature of the metal complexes was inferred based on amorphous and intractable nature.     418 

 419 

 420 

 421 
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