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FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments

1.This has been effected as the changes are laid in yellow colour
Authors must highlight the changes made in the manuscript using a different color.

Concerning the results of pull-out the authors mentioned that they cited references
published in 2004, 1976 and 1969. This references are very outdated they must cite
more recent ones.

2. Recent references have been cited why the old references have been replaced.

Concrete composition must be presented in a table with quantities expressed in | 3. Table 2 has been introduced to show this correction.
kg/m?>. This is still missing.
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