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PART 1: Review Comments

Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments
Minor REVISION comments -Page 7. The authors have repeated the definition of j0corrand jcorr parameters.-Page 8. Why have authors chosen these concentrationsof the inhibitors to study of the effect of thetemperature?.-Page 11. The reference 25 does not appear in thereferences section.-Table 4. A must be changed to small letter.-Page 13. The first paragraph is repeated.-References:.12 and 19. The authors could be checked..15. The journal is Int.J.Electrochem.Sci..23. The pages are 1251-1264.25?

- The repeated sentence was removed.- Reference 25 was removed.- All of the corrections were done.

Optional/General comments


