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PART 1: Review Comments

Reviewer’s comment Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments
Minor REVISION comments Some typographical errors are present which needs to becorrected like;1. Page 4, heating rate is in 10 K/min butheating temperature is 10 oC. Please maintain aconsistency in system of units.2. Page 6, magnification of 70000. It shouldbe 70000 X.3. Page 8, conclusion: what is calculationtemperature? Is it calcinations temperature?Please correct.

I revised the manuscript according to theinstructions of the reviewers.I corrected it to 10 K/minI corrected it to 70000 X.I corrected it to calcination.
Optional/General comments


